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Product Specification Sheet  

Part # 42002 
 

 

Product  SBR Neoprene Nylon Jersey 

Key Features • Water Resistant 

Applications • Orthopedic 

Color  Black 

Width 50” 

Thickness 2mm 

 

Test/Property Method        Unit/Standard                            Results 

Tensile Strength  

EN ISO 13934-1 : 1999 

Strip Test 

*Washing Condition: EN 

ISO 26330:1993 30° 

kgf 

After 5 Washes 

Warp: 70.2 

Weft: Unable to break 

due to high elasticity 

Tensile Strength (Grab) 

EN ISO 13934-2:1999 

*Washing Condition: EN 

ISO 26330:1993 30° 

kgf 

After 5 Washes 

Warp:69.8 

Weft: 38.4 

Fastness to Rubbing      EN ISO 105 X12 : 2002 
Dry Staining 

Wet Staining 

4-5 

4-5 

Fastness to Light  

EN ISO 105 B02 : 1999 

Xenon Arc Lamp Fading 

Test 

Grade BWS 

Fastness to Perspiration EN ISO 105 E04 : 1996 Change in Shade 
Alkaline 4-5 

Acid 4-5 
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